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A B S T R A C T

In this work, BaCe0.6Zr0.2Y0.2-xYbxO3-δ and BaCe0.6Zr0.2Gd0.2-xYbxO3-δ (x= 0–0.20), proton conducting materials
are prepared by the freeze-drying precursor method. The sintering conditions were optimized by adding Zn
(NO3)2·6H2O as sintering additive. The materials are thoroughly characterized by different structural and mi-
crostructural techniques, including X-ray diffraction, scanning and transmission electron microscopy, and
thermogravimetric-differential thermal analysis. The addition of Zn favours the phase formation and densifi-
cation at lower sintering temperatures; however, it leads to the segregation of a Zn-rich secondary phase, with
general formula BaLn2ZnO5 (Ln˭Y, Gd and Yb), which is identified and quantified for the first time. All samples
with Zn as sintering aid exhibit cubic structure; however, the samples without Zn crystallize with orthorhombic
or cubic structure, depending on the composition and thermal treatment. The electrical properties are studied by
impedance spectroscopy. A deep analysis of the bulk and grain boundary contributions to the conductivity has
revealed that the bulk conductivity remains almost unchanged along both series over Yb-doping; however, the
grain boundary resistance decreases. The highest conductivity values are found for the intermediate members of
both series, BaCe0.6Zr0.2Y0.1Yb0.1O3-δ and BaCe0.6Zr0.2Gd0.1Yb1O3-δ, with 33 and 28mS cm−1 at 750 °C, re-
spectively.

1. Introduction

Solid oxide fuel cells and electrolysis cells are efficient devices that
produce energy and hydrogen gas, respectively. They are formed by
two porous ceramic electrodes separated by a dense electrolyte, which
could be an oxide-ion or proton conducting material. In particular,
proton conducting solid oxide cells (PC-SOC) have the advantage to
operate at lower temperatures than the traditional oxide ion conducting
cells (400–700 °C), due to the fact that the proton mobility is higher
than the oxide ions at intermediate temperatures. The reduction of the
operating temperature has several benefits, such as reduction of com-
patibility issues and longer durability of the cells components.

Most of the electrolytes for PC-SOCs are based on perovskite-type
materials, such as BaCeO3 and BaZrO3. The highest conductivities are
observed for doped-BaCeO3, ~ 0.01 S cm−1 at 600 °C; unfortunately,
they have poor chemical stability in the presence of CO2. On the con-
trary, BaZrO3-based electrolytes exhibit improved stability in CO2 and
H2O environments; however, extremely high sintering temperatures, as

high as 1700 °C, are necessary to achieve densification, which is un-
suitable from an industrial point of view. Therefore, a compromise
solution has been proposed by preparing compounds containing both
cerium and zirconium, combining the conductivity and stability prop-
erties of cerates and zirconates, respectively. [1–6]. In order to increase
the conductivity, BaCe1-x-yZrxLnyO3-δ (BCZ) materials are doped with
trivalent cations, such as Ln=Y3+, Nd3+, Sm3+, Gd3+, Yb3+, Tb3+

and Dy3+ [5,7–20]. In general, Y3+ is the most widely used alliovalent
dopant for both BaCeO3 and BaZrO3 electrolytes. However, the highest
values of proton conductivity in BaCeO3 series have been reported for
Gd-doping, because this substitution produces a smaller lattice distor-
tion of the cell with a higher free volume for oxygen diffusion [20,21].

Co-doping with alliovalent elements is an alternative strategy to
improve the properties of Ba(Ce,Zr)O3 based electrolytes. For instance,
Yang et al. have studied the effect of Y and Yb co-doping in
BaCe0.7Zr0.1Y0.2–xYbxO3–δ (0≤ x≤ 0.2) series [22]. The maximum
conductivity value, about 60mS cm−1 at 750 °C, was found for x= 0.1.
In addition, these materials showed high tolerance to sulphur and
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coking poisoning, due to an improvement of the catalytic activity to-
wards sulphur oxidation and hydrocarbon cracking and reforming.

Different synthetic methods have been used to improve the prop-
erties of BaCe0.7Zr0.1Y0.1Yb0.1O3–δ, such the Pechini method [23,24],
attrition milling [11], coprecipitation [25], direct current sintering
[26], and atmospheric plasma spray [27]. However, sintering tem-
peratures above 1500 °C are still necessary to achieve densification of
these materials, but lead to BaO evaporation and the segregation of
CeO2 [28]. In order to reduce the temperatures, transition metals, such
as Co, Fe, Ni and Zn, have been used as sintering aids [29–34]. Among
them, Zn2+ has shown to be the most effective because allows reducing
the sintering temperature to 1000–1200 °C without altering sig-
nificantly the transport properties of the parent compound [32–35].
However, the addition of Zn leads to the segregation of minor sec-
ondary phases, which are still unidentified. Moreover, the origin of
these impurities and how to avoid their formation is still unclear.

In this work, a co-doping strategy with Y3+, Yb3+ and Gd3+ was
employed to obtain two series of compounds BaCe0.6Zr0.2Y0.2-xYbxO3-δ
and BaCe0.6Zr0.2Gd0.2-xYbxO3-δ (0≤ x≤ 0.2). The materials are syn-
thesized by both solid state reactive sintering and freeze-drying pre-
cursors. Dense ceramic pellets without and with Zn addition are pre-
pared, and the structural and electrical properties are investigated by X-
ray diffraction, scanning and transmission electron microscopy and
impedance spectroscopy.

2. Experimental

2.1. Synthesis and sintering conditions

Materials with composition BaCe0.6Zr0.2Y0.2-xYbxO3-δ and
BaCe0.6Zr0.2Gd0.2-xYbxO3-δ (x= 0, 0.05, 0.10, 0.15 and 0.20) were
prepared by a freeze-drying precursor method (FD) from: Ba(NO3)2, Ce
(NO3)3·6H2O, ZrO(NO3)2·6H2O, Y(NO3)3·6H2O, Gd(NO3)3·6H2O and Yb
(NO3)3·5H2O (Sigma-Aldrich, purity> 99%). The precursor solutions
were obtained by dissolving the different reagents in water. An ethy-
lenediaminetetraacetic acid (EDTA) solution was added as a com-
plexing agent in a 1:1 ligand: metal molar ratio. The solutions were
frozen in liquid nitrogen, followed by dehydration by vacuum sub-
limation in a Scanvac Coolsafe freeze-dryer. Further experimental de-
tails on the freeze-drying process are given elsewhere [20,31]. The
amorphous precursor powders were initially calcined at 300 °C for 1 h
to prevent rehydration, at 800 °C for 1 h to eliminate carbonaceous
species, and subsequently at 1100 °C for 1 h to obtain the crystalline
materials. The resulting powders were reground for 2 h at 200 rpm in a
Fritsch ball mill (model Pulverisette 7, zirconia balls and vessel)
without and with 4mol% of Zn(NO3)2·6H2O (1 wt% ZnO) as sintering
aid in absolute ethanol media. It has to be commented that this is the
optimum Zn-content to obtain dense ceramics without altering sig-
nificantly their transport properties [31,36]. The powders were pressed
into pellets at 500MPa (10mm diameter and 1mm of thickness) and
sintered at 1500 °C for 1 h for samples without Zn and 1200 °C for
15min, 5 and 10 h for samples with Zn. The pellets were slowly cooled
to room temperature at 5 °Cmin−1 and finely ground into powders
before further characterization. Hereafter, the series of compounds
BaCe0.6Zr0.2Y0.2-xYbxO3-δ and BaCe0.6Zr0.2Gd0.2-xYbxO3-δ are labelled as
YYbx and GdYbx, respectively, where x represents the ytterbium con-
tent.

For the sake of comparison, some of these materials were prepared
by reactive sintering method (SSR) to compare their properties with
those obtained by freeze-drying precursors. For this purpose, the re-
agents: BaCO3, ZrO2, CeO2 and Ln2O3 (Ln˭Y, Gd, Yb) (Sigma-Aldrich,
purity> 99%) were mixed in the ball mill in absolute ethanol media
and then dried in a muffle furnace. The resulting powder mixture was
pressed into pellets and sintered at 1500 °C for 5 h. Several regrinding
and thermal treatments were used to achieve single phase materials.
The relative density of the pellets was lower than 85% so that they were

structurally characterized but not electrically analyzed.

2.2. Structural and thermal characterization

All compounds were analyzed by laboratory X-ray powder diffrac-
tion (XRPD) at room temperature. The patterns were collected on a
PANalytical Empyrean with CuKα radiation. The overall measurement
time was approximately 4 h per pattern over the 10–70° (2θ) angular
range, with a 0.017° step size. Phase identification and structural ana-
lysis were performed with X'Pert HighScore Plus and the GSAS suite
programs, respectively [37,38].

Thermogravimetric analysis (TGA) data were recorded on a SDT-
Q600 analyzer (TA Instruments) under wet (~ 2 vol% H2O) air at a
heating/cooling rate of 5 °Cmin−1 from room temperature to 950 °C.
Two heating and cooling cycles were performed to test the reproduci-
bility of the measurements.

2.3. Microstructural and electrical characterization

The microstructure of the ceramics was observed by scanning
electron microscopy (SEM) (Jeol JSM-6490LV). Grain size of the dense
pellets was estimated from the SEM micrographs, using the linear in-
tercept method [39]. Energy dispersive spectroscopy (EDS) and selected
area electron diffraction (SAED) were performed with a high angle
annular dark-field scanning transmission electron microscopy (HAADF-
STEM) (FEI, Talos F200X).

For the electrical characterization, platinum ink (METALOR® 6082)
was coated on both sides of the pellets, followed by heating at 750 °C
for 1 h in air to form the electrodes. Impedance spectra were acquired
using a frequency response analyzer (Solartron 1260) in dry and wet air
(2 vol%. of H2O, bubbling through water at room temperature). The
spectra were recorded on the cooling process from 750 to 100°C with a
stabilization time of 30min between consecutive measurements. The
resistance and capacitance values of the different processes were de-
convoluted by fitting the data with equivalent circuit models using the
ZView program [40].

3. Results and discussion

3.1. Single phase formation and optimization of the synthesis temperature

XRPD patterns of a representative sample with composition YYb0.1,
prepared by freeze-drying precursors and calcined at different tem-
peratures, are shown in Fig. 1. Different compounds are identified after
calcining the precursor powders at 800 °C, including a Ba(Ce,Zr)O3-δ
(BCZ) perovskite-related phase, and impurities of BaCO3 (PDF 00-001-
0506) and CeO2 (PDF 00-001-0800). At 1100 °C the main phase is the
BCZ perovskite, with a very small amount of unreacted BaCO3. Finally,
pure compounds are obtained after calcining at 1500 °C for 1 h. Fig. S1
(Supplementary information) displays the XRPD patterns of the re-
maining members of YYbx and GdYbx series at 1500 °C. No secondary
phases are detected for all compositions; however, the patterns show a
different degree of peak splitting, depending on the phase composition,
indicating that the samples crystallize with different symmetry, either
cubic or orthorhombic.

Fig. 1 also compared XRPD patterns of YYb0.1 prepared without and
with Zn. The sample without Zn shows peak splitting due to the or-
thorhombic distortion of the unit cell, as it was mentioned before;
however, the sample containing Zn as sintering aid crystallizes with a
cubic structure.

The same materials were prepared by solid state reactive sintering
under similar experimental conditions at 1500 °C for 10 h. In this case,
the peak splitting is more important, indicating a less symmetric unit
cell of the materials. Moreover, the lattice distortion decreases when
the materials are milled, homogenized, and calcined again at 1500 °C
(Fig. S2). This indicates that the cation composition in the bulk material
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is not homogeneously distributed when the compounds are synthesized
in only one step through the ceramic method, modifying the crystal
symmetry of the materials. Amsif et al. observed a similar behaviour in
BaCe0.9-xZrxY0.1O3-d (0≤x≤ 1) series, XRPD patterns showed very
asymmetric diffraction peaks, which were associated with the presence
of different perovskite type compounds with similar cell parameters
[31]. It is well reported that the crystal structure of BaCe1-xZrxO3-δ
materials depends on the composition, the ionic radii of the trivalent
dopant and other factors, such as the synthesis method and calcination
temperature employed. For example, Shi et al. reported an orthor-
hombic structure for BaCe0.5Zr0.3Y0.2-xYbxO3-δ prepared by citric acid-
nitrate gel combustion process followed by sintering at 1550 °C [41].
Malavasi et al. have studied the BaCe0.85-xZrxY0.15O3-δ (0.1 < x < 0.4)
series by combined neutron and synchrotron X-ray diffraction, and four
different crystal structures were found for the samples with x < 0.2
between room temperature and 800 °C. For higher Zr-doping levels
(x= 0.3 and 0.4), the samples showed a more symmetric rhombohedral
structure at room temperature [42]. In contrast, Lyagaeva et al. re-
ported a cubic structure for BaCe0.5Zr0.3Y0.2–xYbxO3–δ series [43].

The samples with Zn-addition, sintered at 1200 °C for 5 h, exhibit
better crystallinity and no splitting of the diffraction peaks is observed
compared to the samples without Zn, which indicates a cubic symmetry
of the crystal lattice (Fig. 2). The same trend is observed for all mem-
bers of both YYbx and GdYbx series. In addition, diffraction peaks as-
cribed to Zn(NO3)2·6H2O addition are not detected; however, small
peaks are observed at 30°, due to the segregation of a Zn-rich phase,
BaLn2ZnO5 (Ln˭Y, Gd and Yb) (PDF 01-089-8283 and 01-089-8280)
(inset Fig. 2). It has to be noted that no rhombohedral polymorphs were
detected for any member of the series.

To gain further insights on the formation of these minor secondary
phases, different pellets of GdYb0.1 with 4mol% of Zn were sintered at
1200 °C for 15min, 5 and 10 h (Fig. S3). All samples showed relative
densities above 95%, independently of the sintering time, and the
corresponding XRPD patterns showed that the amount of BaGd2ZnO5

secondary phase increases for longer sintering times (inset Fig. S3).
However, preliminary impedance spectroscopy studies were carried out
showing that best results were obtained for the samples heated for 5 h
(Fig. S4). Lower sintering times led to a significance worsening of the

electrical properties and longer ones resulted in no improvement,
therefore, sintering times of 5 h were chosen as the optimal synthesis-
sintering conditions.

In order to check the cation homogeneity of the samples, the sin-
tered pellets were analyzed by HAADF-STEM. Fig. 3 shows the EDS
results for a sample with composition GdYb0.1 prepared with Zn at
1200 °C for 5 h. Notice that Zn is not detected in the grains of the
ceramic pellets; however, small grains are enriched in Zn, Ba and the
trivalent dopant. This finding confirms that the reaction product ob-
served by XRPD is BaGd2ZnO5 (PDF 01-089-8280), with an orthor-
hombic symmetry.

Fig. 4a shows a HRTEM image for GdYb0.1 near the grain boundary
regions. Notice that secondary phases or amorphous phase segregations
are not detected in this region, contrary to previous studies for BZY
samples with Cu and Li additives [44,45]. An amorphous and thick
grain boundary layer of 10 nm was observed for Cu-BZY and somewhat
thinner for Li-BZY. In this last case, the amorphous layer was associated
with the formation of an amorphous Li–Y–O glass.

On the other hand, SAEDs are correctly indexed by considering a
cubic unit cell with a lattice parameter of 4.3 Å, confirming the cubic
symmetry observed by the XRPD studies (Fig. 4b and c).

3.2. Structural characterization

XRPD patterns for both series of compounds were analyzed by the
Rietveld method in a cubic (s.g. Pm-3m) or orthorhombic structure (s.g.
Pbnm), depending on the material composition and synthetic conditions
used (Tables S1 and S2). During the analysis the occupancy factors were
conveniently fitted to the proposed stoichiometry and the usual para-
meters were refined: background, zero, histogram scale factor and peak
shape coefficients.

Representative Rietveld plots are shown in Fig. 5 for YYb0.1 and
GdYb0.1 samples obtained by reactive sintering and freeze-drying pre-
cursors with and without Zn. All remaining samples showed similar fits
and agreement factors were good. As can be seen, the refinements are
satisfactory and all diffraction peaks are indexed, including the small
peaks attributed to BaLn2ZnO5 (Ln˭Y, Gd and Yb), refined in an or-
thorhombic cell (ICSD files 35591 and 88602) (Table S2). These sec-
ondary phases were quantified and resulted in a 2–4wt% of BaLn2ZnO5

(2–3mol% Zn), indicating that most of the sintering aid is segregated to
BaLn2ZnO5 and not incorporated into the main perovskite phase, in
agreement with the HAADF-STEM analysis. It is worth mentioning that
to the best of our knowledge, this is the first time that this secondary
phase is reported and quantified.

Regarding YYbx series, samples prepared by reactive sintering and
by freeze-drying without Zn addition, always crystallize in an orthor-
hombic symmetry (Fig. 5a–c). In contrast, GdYbx compounds with
x≤ 0.1 present a cubic structure, independent on the synthetic method
employed (Fig. 5d–f). Higher ytterbium contents for GdYbx lead to an
orthorhombic symmetry. On the other hand, all members of YYbx and
GdYbx series crystallize with a cubic symmetry after Zn addition and
sintering at 1200 °C.

Unit cell parameters and agreement factors are shown as
Supplementary information in Table S1 and S2 for the samples prepared
by the freeze-drying method. Cell parameters within the series decrease
as Yb-doping increases due to the smaller ionic radii of Yb3+ (0.868 Å)
compared to those of Y3+ (0.9 Å) and Gd3+ (0.938 Å), all of them in an
octahedral coordination. Moreover, the cells parameters of YYbx series
are always lower than those of GdYbx series. This is the expected trend
considering the smaller size of Y3+ compared to that of Gd3+.

Samples sintered with Zn at 1200 °C exhibit somewhat larger unit
cell volume when compared to the same materials without Zn. This
behaviour might be attributed to several factors, including minor in-
corporation of the Zn2+ into the perovskite structure and the formation
of a reaction product containing the Ba, Zn and the trivalent dopant, as
it was mentioned above. This leads to a variation of the dopant

Fig. 1. XRPD patterns of BaCe0.6Zr0.2Y0.1Yb0.1O3-δ powders obtained by the
freeze-drying method and calcined at different temperatures.
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Fig. 2. XRPD patterns of (a) BaCe0.6Zr0.2Y0.2-xYbxO3-δ (YYbx) and (b) BaCe0.6Zr0.2Gd0.2-xYbxO3-δ (GdYbx) series with 4mol% of Zn heated at 1200 °C for 5 h.

Fig. 3. STEM-HAADF image and EDS mappings of BaCe0.6Zr0.2Gd0.1Yb0.1O3-δ with 4mol% of Zn sintered at 1200 °C for 5 h.
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concentration in the structure and an increase of the unit cell volume.

3.3. Thermal analysis

The concentration of oxygen vacancies available for hydration in

the structure was estimated by thermogravimetric analysis as a function
of the temperature. The heating and cooling curves were reproducible
in two different thermal cycles and, for simplicity, only the last cooling
curve is shown in Fig. S5. As can be seen, all samples show the typical
behaviour of a proton conductor, where a weight increase takes place
on cooling at about 700 °C, due to the exothermic incorporation of
water into the oxide vacancies, according to the following equation:

+ + →H O g O v OH( ) 2O
x

O O2
•• • (1)

The number of water molecules per mole of compound is de-
termined and its relationship with the Yb content is showed in Fig. S5c.
It can be seen that the water adsorption increases with Yb-doping, in
agreement with the results published by Yang et al. [22], where the co-
doping leads to and enhancement of the water adsorption capabilities.
The lower water contents are observed for the parent compounds, i.e.
0.075 and 0.077mol H2O/moles of compound for YYb0 and GdYb0,
respectively. Conversely, the highest water adsorption was observed for
Yb0.2, with 0.093mol H2O/moles of compound. For intermediate Yb
content, GdYb0.1 exhibits somewhat higher water uptake than YYb0.1,
0.091 and 0.088mol H2O/moles of compound, respectively, indicating
that the Gd-containing samples present, in general, higher proton
concentration than Y-containing samples.

It is important to mention that the total amount of oxygen vacancies
for all samples is the same and therefore the water uptake is expected to
be similar. However, it has been reported through neutron powder
diffraction and water uptake studies that the amount of water adsorp-
tion is dependent on the crystal structure [46]. Therefore, in our work,
the small differences in water uptake might be ascribed to the different
symmetry of the samples. In order to confirm this point, synchrotron X-
ray and neutron powder diffraction studies are necessary.

3.4. Microstructural characterization

Typical SEM micrographs for GdYbx series without Zn addition and
sintered at 1500 °C for 5 h are shown in Fig. 6. All samples exhibit

Fig. 4. (a) HRTEM of BaCe0.6Zr0.2Gd0.1Yb0.1O3-δ with 4mol% of Zn and sin-
tered at 1200 °C for 5 h, showing a grain boundary without the presence of
phase segregations. The SAED images (b) and (c) confirm the cubic structure of
the material.

Fig. 5. Rietveld plots of BaCe0.6Zr0.2Y0.1Yb0.1O3-δ and BaCe0.6Zr0.2Gd0.1Yb0.1O3-δ samples prepared by solid state reactive sintering (SSR) (a, d) and freeze-drying
precursors (FD) without (b, e) and with Zn addition (c, f). In plots (c, f), Bragg marks correspond to the main perovskite phase and BaLn2ZnO5 (Ln˭Y, Gd and Yb).
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relative density above 95%. The main microstructural difference be-
tween the samples is the average grain size, which decreases as Yb-
doping increases, from 1.6 µm for GdYb0 to 1.0 µm for Yb0.2. In general,
the densification and the grain growth in ceramic materials are con-
trolled by grain boundary diffusion rather than bulk diffusion. The
different segregation level of the dopant at the grain boundary reduces
the cation mobility at this region during the sintering process, and
consequently, the grain growth rate decreases. In this case, the grain
growth depends on several factors, such as dopant type and content. For
instance, the grain size in doped-BaCe0.9Ln0.1O3-δ decreases nearly
linearly with the ionic radii of the dopant La > Nd > Sm > Gd >
Yb [20]. A similar behaviour is observed here for GdYbx, the ceramic
grain size decreases as Yb-doping increases due to the smaller ionic
radii of Yb in comparison to Gd (Fig. 6). An analogous trend is seen for
related materials, such as doped CeO2 and doped ZrO2 [47].

The addition of 4mol% of Zn improves the densification of the
ceramics at lower sintering temperature. Dense pellets with relative
density above 95% are obtained after sintering at 1200 °C for 15min
and 5 h (Fig. 7). Although the samples sintered for a short time (< 5 h)
are dense, the grain size is very irregular and it cannot be determined.
Large grains formed by aggregate of particles are observed (Fig. 7a),

indicating that the sintering process is not completed. Ceramics sintered
at 1200 °C for 5 h show a large grain size, e.g. 4.6 µm for GdYb0.1
compared to 1.2 µm for the same sample without Zn and sintered at
1500 °C. The same behaviour is observed for the YYbx series.

These results clearly indicate that Zn has two different effects on the
densification of BCZ electrolytes; it improves the densification but also
enhances the grain size growth at lower temperature. This possibly has
important effects on the electrical properties since the conductivity of
BCZ electrolytes is negatively influenced by the high grain boundary
resistance.

3.5. Electrical characterization

The samples were studied by impedance spectroscopy in wet air
(2 vol% water). Only the results for those samples with Zn addition and
sintered at 1200 °C for 5 h are compared, since these are prepared at
reduced temperature and consequently they are more interesting for
practical applications. In addition, previous studies demonstrate that
the Zn-addition has no ill effects on the transport properties of BaCe0.9-
xZrxY0.1O3-δ system [31,33].

Impedance spectra show similar features for all samples. At low
temperature, three different contributions assigned to the bulk, grain

Fig. 6. SEM micrographs of the surface of the BaCe0.6Zr0.2Gd0.2-xYbxO3-δ series sintered at 1500 °C for 1 h without Zn addition.

Fig. 7. SEM micrographs of the BaCe0.6Zr0.2Gd0.1Yb0.1O3-δ surface sintered at
1200 °C for 15min and 5 h with 4mol% of Zn.

Fig. 8. Representative impedance spectra of a) BaCe0.6Zr0.2Y0.2-xYbxO3-δ and b)
BaCe0.6Zr0.2Gd0.2-xYbxO3-δ pellets at 100 °C; sintered at 1200 °C for 5 h with Zn
as sintering aid. The inset of (a) shows the equivalent circuit used to analyse the
impedance spectra, where the subscripts b, gb and e denote the bulk, the grain
boundary and electrode processes, respectively. The solid lines correspond to
the fitting curves.
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boundary resistance of the electrolytes, and the electrode processes are
discernible (Fig. 8). The data were fitted with the equivalent circuit of
the inset Fig. 8a. The capacitances take the expected values for each
contribution ∼ pF cm−1, ∼ nF cm−1 and ∼mF cm−1, for the bulk,
grain boundary and electrode response, respectively [28].

Overall conductivities are plotted in Fig. 9 and in Table 1 for both
series, where the lowest values are observed for the parent compounds.
In general, Yb-containing samples exhibit improved conductivity, and
the highest values of conductivity are observed for the intermediate
composition of each series x= 0.1, i.e. 33 and 28mS cm−1 at 750 °C for
YYb0.10 and GdYb0.10, respectively. This trend is similar to that reported
previously by Yang et al. [22], where the maximum conductivity value
for BaCe0.7Zr0.1Y0.2-xYbxO3-δ series is for x= 0.1, 60mS cm−1 at 750 °C.
[22]. However, the values are higher than those obtained for Ba-
Ce0.6Zr0.3Y0.1O3-δ, about 17mS cm−1 [32]. The different conductivities
are due to the different Zr-content. It is worth mentioning that at high
temperatures, 750 °C, for both series, the conductivities in dry air are
higher than those in wet air, due to a p-type electronic contribution to
the overall conductivity [31]. At lower temperatures, 400 °C, the proton
conductivity is clearly dominant and all the values in wet atmospheres
are higher than in a dry one, where the highest values of conductivity
are again observed for the intermediate composition of each series
x= 0.1, i.e. 4.2 and 3.5 mS cm−1 for YYb0.10 and GdYb0.10,

respectively, lower than the value reported for BaCe0.7Zr0.1Y0.1Yb0.1O3-δ
by Yang et al. [22], 6 mS cm−1.

In order to evaluate the influence of the phase composition and
microstructure on the electrical properties, bulk and grain boundary
processes were studied separately. In general, bulk conductivity in
perovskites depends on the nature of the dopant and its content, since
both factors alter the degree of lattice distortion and the free volume for
the ionic conduction. GdYbx samples present somewhat lower values of
bulk conductivity than those of YYbx series (Fig. 8). These differences
cannot be only explained by the lattice distortion, since all materials
containing Zn crystallize with a cubic structure. Moreover, the samples
with Gd-doping exhibit large unit cell volume and consequently larger
free volume for ionic conduction. Hence, the different level of dopant
segregation into BaLn2ZnO5 in both series could explain the difference
in bulk conductivity.

The specific grain boundary conductivity was estimated to take into
consideration the differences in average grain size and composition at
the grain boundary region. This was obtained from the relaxation fre-
quency fgb of the grain boundary contribution [20,32]:

= f2σ π ε εgb gb r0

where εo and εr are the vacuum and relative permittivity of the sample,
respectively, the latter is assumed to be 40 for all compositions [48].
The relaxation frequency of the grain boundary contribution fgb is ob-
tained from the following relation:

=f
R C

1
2πgb

gb gb

where Rgb and Cgb are the resistance and capacitance, respectively, of
the grain boundary contribution.

As expected, the grain boundary conductivity for both series of
compounds is one order of magnitude inferior to that of the bulk
(Fig. 10). The lowest grain boundary conductivity is observed for GdYb0
and YYb0. An increase of the Yb-doping results in a slight increase of the
conductivity, especially for the GdYb series (Fig. 10b).

The activation energy of the bulk conductivity is practically con-
stant for all compositions, about 0.60 eV, in the temperature range of
50–200 °C. The grain boundary conduction has somewhat higher values
of activation energy∼ 0.72 eV. Similar values were reported previously
for related compositions.

Therefore, it can be said that Yb-doping leads at low temperatures to
a slight increase of the grain boundary conductivity, whereas the bulk

Fig. 9. Arrhenius plots of the overall conductivity of a) BaCe0.6Zr0.2Y0.2-xYbxO3-δ and b) BaCe0.6Zr0.2Gd0.2-xYbxO3-δ series sintered at 1200 °C for 5 h with Zn as
sintering aid.

Table 1
Conductivity values in dry and wet air for BaCe0.6Zr0.2Y0.2-xYbxO3-δ and
BaCe0.6Zr0.2Gd0.2-xYbxO3-δ (x= 0, 0.05, 0.10, 0.15 and 0.20) with 4mol% of Zn
heated at 1200 °C for 5 h at 750 and 400 °C.

Yb content
(x)

σ750°C

(mS cm-1) dry
air

σ750°C

(mS cm-1)
wet air

σ400°C

(mS cm-1) dry
air

σ400°C (mS cm-

1) wet air

BaCe0.6Zr0.2Y0.2-xYbxO3-δ
0 26 26 1.8 4.0
0.05 30 31 1.7 4.0
0.10 49 33 1.9 4.2
0.15 27 27 1.4 3.2
0.20 25 25 1.5 3.5
BaCe0.6Zr0.2Gd0.2-xYbxO3-δ
0 19 20 1.1 2.3
0.05 18 19 1.0 2.8
0.10 32 28 1.2 3.5
0.15 23 24 1.4 3.0
0.20 25 25 1.5 3.5
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conductivity practically remains unaltered. On the other hand, since
Yb-doped BCZ materials showed an enhanced stability towards CO2, a
further characterization in real PC-SOC conditions and under CO2 at-
mosphere will be carried out. Finally, the effect of the reaction product
BaLn2ZnO4, which has been identified for the first time in this work, on
the stability of these materials needs to be further studied.

4. Conclusions

BaCe0.6Zr0.2Y0.2-xYbxO3-δ and BaCe0.6Zr0.2Gd0.2-xYbxO3-δ
(x= 0–0.2) materials were prepared by the freeze-drying method at a
reduced temperature of 1200 °C, compared to 1500 °C for the same
samples prepared by reactive sintering. The addition of a 4mol% of Zn
(NO3)2·6H2O led to a decrease of the temperature for both phase for-
mation and densification at 1200 °C. Moreover, Zn addition increase the
symmetry of the samples and all compound exhibit a cubic structure,
which was confirmed by TEM studies. However, the addition of Zn
results in the formation of a secondary phase with composition
BaLn2ZnO4 (Ln˭Y, Gd, Yb), which was quantified by the Rietveld
method (2–4wt%), indicating that Zn is segregated into this compound
instead of incorporated into the bulk materials. These results indicate
that further work is needed to optimize the amount of Zn addition,
sintering temperatures and dwelling times, in order to achieve dense
ceramic samples without the segregation of BaLn2ZnO5. The effect of
this secondary phase on the electronic conductivity and phase stability
of the materials in redox cycles should also be investigated. In addition,
TEM studies confirmed the absence of secondary phases at the grain
boundary region.

Thermogravimetric analysis showed an increase in the water con-
tent uptake as Yb-doping increases. Electrical conductivity was de-
termined by impedance spectroscopy and the highest values are found
for x= 0.1 in agreement to previous studies. Equivalent circuit analysis
of the impedance spectra revealed that Yb-doping leads to a slight de-
crease of the grain boundary resistance to the overall conductivity at
low temperatures, without altering significantly the bulk contribution.
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