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Introduction

The interdisciplinary field of coordination polymers (or
metal-organic frameworks, MOFs) has escalated in recent
years owing to several factors, such as significant advances
in synthetic methodology,[1] characterization techniques,[2]

and, in particular, a plethora of potential applications.[3] It is,
therefore, unsurprising that a recent international confer-

ence was exclusively dedicated to MOFs.[4] Whether this
field is perceived as a curiosity-driven or applications-driven
field, it is broadly accepted that it has significantly taken the
level of inorganic/materials chemistry forward.[5] There are
now thousands of papers published every year on (func-
tional) coordination polymers (with an emphasis on the
porous family members) with potential applications includ-
ing metal-ion sorption,[6] ion exchange,[7] gas absorption and
storage (H2,

[8] CO2,
[9] CH4,

[10] and others[11]), catalysis,[12] fuel
cells,[13] surface chemistry,[14] magnetism,[15] and separation.[16]

Among the exciting properties of these (porous) coordina-
tion polymers, the “breathing effect” has captured the atten-
tion of a number of research groups;[17] it can be described
as dramatic changes in the dimensions of a stable frame-
work (e.g., unit-cell dimensions) caused by an external stim-
ulus (molecules added and stored within the framework).
Volume changes up to 300 % have been reported.[18] Upon
closer examination it becomes clear that materials that dem-
onstrate such a dramatic breathing effect are all three di-
mensional.

Recently, attention has been paid to the use of tetra-
phosphonates possessing the aminomethylenephosphonate
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(�N�CH2�PO3H2) group as versatile building blocks to
obtain novel hybrid metal derivatives. Depending on the
metal and organic groups used, a variety of structures with
different topologies have been synthesized, including closely
packed three-dimensional[19] and pillared, layered two-di-
mensional frameworks.[20] In addition, some hybrids with
layered structures have the phosphonic groups within the
layers.[21] Consequently, this rich structural variability may
offer new possibilities for potential applications. Whereas
swelling/shrinkage upon ammonia and amine adsorption/de-
sorption is a well-known effect for layered compounds,[22]

the high basicity of these guest species usually results in
highly disordered solids and prevents further structural char-
acterization of the intercalation compounds.

Herein, we describe the preparation, characterization,
structural determination, and breathing effects of a family
of novel calcium tetraphosphonates, CaH6DTMP
(H8DTMP =hexamethylenediamine tetrakis(methylene-
phosphonic acid)) with the same calcium/phosphonate
molar ratio, but with a different content of the guest mole-
cules (from zero to storage of up to ten H2O/NH3 mole-
cules). Host-induced structural changes in the metal phos-
phonate framework for these compounds, which was de-
duced from the powder X-ray diffraction (XRD) study, are
discussed in detail and NH3

uptake/desorption is also de-
scribed.

Results and Discussion

Scheme 1 gives an overview of
the relationship/interconversion
between the different phases
obtained. Note that the highly
basic N atoms remain protonat-
ed up to a pH value of approxi-
mately 10, and for pH<4, each
phosphonate group is monode-
protonated. Thus, H6DTMP2�

([(HO3PCH2)2NH ACHTUNGTRENNUNG(CH2)6NH-ACHTUNGTRENNUNG(CH2PO3H)2]
2�) can be de-

scribed as a zwitterionic ligand,
which is ideal for the construc-
tion of divalent metal–phospho-
nate hybrids based on simple
charge-neutralization principles.

The relationship between the
phases has been followed by
thermodiffractometry.
CaH6DTMP·2H2O (1) was pre-
pared at room temperature by
crystallization from a solution
with the tetraphosphonic acid
and calcium chloride.
CaH6DTMP (2) was obtained
upon dehydration of 1 at 250 8C

(Figure 1 a). The process is reversed after cooling to room
temperature, and rehydration takes place in one day
(Figure 1). Both the hydrated and dehydrated phases can be
converted into CaH6DTMP·6H2O·4NH3 (3) by contact with

Scheme 1. Interconversions between the reported calcium tetraphospho-
nate hybrids owing to the incorporation/removal of host molecules. The
basic structural unit for this family is also shown.

Figure 1. Selected thermodiffraction data for a) CaH6DTMP·2H2O (1) and b) CaH6DTMP·6H2O·4NH3 (3).
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the vapors of an aqueous ammonia solution (28 wt %). This
crystalline solid retained the maximum amount of intercalat-
ed guest molecules (10 H2O/NH3 molecules per formula
unit). Thermodiffraction data for 3 (Figure 1 b) illustrates its
transformation under heating at 90 8C to give a new crystal-
line phase CaH6DTMP·1.5H2O·1.5NH3 (4), which has a
lower content of guest species (1.5 H2O/1.5 NH3 molecules
per formula unit). Compound 2 was also obtained by heat-
ing 4 at 250 8C. A new poorly crystalline anhydrous phase
CaH6DTMP·5NH3 (5) with only intercalated NH3 was ob-
tained when compound 2 was exposed to pure NH3. Struc-
tural characterization of this compound, based on its
powder XRD pattern, has been unsuccessful (see the Sup-
porting Information).

The layered structure of 1 (Figure 2) is composed of a six-
coordinated Ca2+ center exclusively surrounded by phos-
phonate oxygen atoms from the H6DTMP2� ligand (embed-
ded within the layers) with one crystallographically inde-
pendent lattice water molecule between the hybrid layers.
The basic building block for these phosphonate materials is
given in Scheme 1 in which the eight-membered chelate ring
and the organic ligand are shown. As shown in Figure 3, the
phosphonate groups bridge the calcium polyhedra to give in-
finite chains along the a axis, which is a common structural
feature of all these crystalline hybrids. Note that the layers
are only held together through hydrogen bonds and that the
organic ligand is located within the layers in contrast with a
large number of pillared metal phosphonates in which the
phosphonate ligand connects neighboring inorganic
layers.[22]

The layered structure of CaH6DTMP compounds signifi-
cantly differs from that of other alkaline-earth derivatives
that have been obtained with the same ligand. SrII and
BaII[23] compounds exhibit 1D structures analogous to those
of CoII derivatives.[24] However, the ZnII hybrid[25] shows a
three-dimensional framework, whereas for CuII two differ-
ent frameworks were obtained: 1D[23] and 2D.[20] In the
latter case, two sites for CuII were present in the structure,
one as part of the organic–inorganic layer and the second
one placed between the layers as a hexaaqua dication. On
the other hand, [MII ACHTUNGTRENNUNG(tdtmp)]·2H2O complexes (TDTMP =

(HO3PCH2)2(H)NACHTUNGTRENNUNG(CH2)4N(H) ACHTUNGTRENNUNG(CH2PO3H)2, M= Mg, Ca,
Mn, Fe, Co, Ni, Zn, and Cd) were reported to be 3D solids
in which M2+ ions were surrounded by six phosphonate
groups to form eight-membered rings by alternating MO6

and PO3C polyhedra, with the layers connected by the or-
ganic groups.[19a–c]

The fundamental topology and dimensionality of the four
crystalline phosphonates 1–4 remains unchanged (Figure 2).
However, the hydrogen-bonding network that holds the
layers together undergoes profound changes with the swel-
ling of the interlayer space due to the uptake/removal of
guest species (H2O and NH3). Structural analysis for com-
pounds 1–4 indicates that, besides the apparent expanding
of the interlayer space, the metal–organic layer undergoes
conformational changes to accommodate the uptake/inclu-
sion of the guest species. This breathing mechanism, swelling

plus subtle movement of the framework itself, has been pre-
viously reported for carboxylate-based metal-organic frame-
works.[26,27]

The anisotropic breathing motion can be quantified in
three ways:[18] a) by the changes in unit-cell dimensions,

Figure 2. Structures of the hybrids illustrating the breathing with the
uptake of guest species. From top to bottom: 2, 1, 4, and 3. Selected in-
teratomic distances are highlighted and the values are given in Table 1.
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b) by the interactions between the guests and the layer
framework, and c) by the structural alterations within the
framework. First, the cell volume expands concomitantly
with the breathing (Table 1) and an appropriate indicator is

the Vop/Vdry ratio (Vop: cell volume of the open form, Vdry :
cell volume of the anhydrous solid 2). The expansion is
55 % for 3, which is very large for hybrid materials, but not
as impressive as that reported for MIL-88C (270 %, by using
pyridine as a solvent in the synthetic process).[18] The evolu-
tion of the unit-cell volume versus the number of guest mol-
ecules taken up is linear (Figure 4) with a slope of 26.9 �3

species�1. Note that the volume occupied by a single water
molecule in bulk liquid water is 29.9 �3 and that occupied
by a single ammonia molecule in bulk liquid ammonia is
40.7 �3. Therefore, we must conclude that the packing of
the guest H2O/NH3 molecules in 3 is very compact.

Furthermore, the response of the framework towards in-
coming guest molecules can be rationalized by following the
changes of the appropriate Ca···Ca interatomic distances. A

noticeable feature of the reported expansion is the lack of
variation of the a parameter across the entire series from Ca
to Caa (Table 1) because this distance is defined by the tetra-
phosphonate bridge (Figure 3). In addition, three other key
Ca···Ca distances can be investigated (see Figure 2):
Ca···Cal1 and Ca···Cal2 are the inequivalent interlayer distan-
ces, and Ca···Cai is the intralayer distance along the bridging
organic ligand. The Ca···Cal1 distances (Table 1) smoothly in-
crease along the series owing to the incorporation of the
water molecules (see below). The Ca···Cal2 distances
(Table 1) change at a much slower rate because the guest
species are only incorporated between the phosphonate
groups in 3.

In addition to the Ca···Cai distances (Figure 2, Table 1), it
is also useful to examine the N···N distances across the
ligand backbone as well as the Ca···N distances defined by
the eight-membered chelate ring (Scheme 1 and Figure 2).
As shown in Table 1, the Ca···N distances generally remain
quite constant in 1, 3, and 4 with values of approximately
4.8 �. However, the Ca···N distance is much shorter in 2 at
approximately 4.0 �. The N···N distances within the phos-
phonate ligand decrease from approximately 8.8 � in the
fully extended compounds 1 and 2 to approximately 8.0 � in
the twisted compounds 3 and 4.

Finally, the origin of the framework motions described
above is due to the incorporation/removal of guest species
between the layers. Compound 2 is the anhydrous form and
the layers interact by forming hydrogen bonds through the
protonated phosphonate groups, mainly (OP···OP)l1 and
(OP···OP)l2 (Figure 2 and Table 1). These hydrogen-bonding
O···O distances are 2.82 and 3.04 �, respectively. The strong
hydrogen-bonding interaction (OP···OP)l1, which is absent in
the other family members, is responsible for the rotation of
the �CPO3 group with a concomitant shortening of the
Ca···N distance described above. The incorporation of one
H2O molecule between the layers in 1 results in an expan-

Figure 3. The structure of CaH6DTMP·2H2O (1) illustrating the Ca···Ca
phosphonate bridges, which result in the formation infinite chains along
the a axis.

Table 1. Key structural parameters for CaH6DTMP (2),
CaH6DTMP·2H2O (1), CaH6DTMP·1.5H2O·1.5NH3 (4), and
CaH6DTMP·6H2O·4NH3 (3).

2 1 4 3

Vop/Vdry – 1.13 1.21 1.55
Ca···Caa [�][a] 5.79 5.73 5.79 5.82
Ca···Cal1 [�][b] 8.18 9.59 10.36 11.84
Ca···Cal2 [�][c] 11.54 11.02 11.12 12.86
Ca···Cai [�][d] 14.30 18.05 17.57 17.10
N···Ca [�][e] 3.99 4.77 4.82 4.76
N···N [�][f] 8.93 8.81 7.99 7.94ACHTUNGTRENNUNG(OP···OP)l1 [�][g] 2.82 4.26 3.08 4.82ACHTUNGTRENNUNG(OP···OP)l2 [�][g] 3.04 2.52 3.10 4.75

[a] Shortest Ca···Caa intrainorganic chain distance (along the CPO3

bridges), which is the a unit-cell parameter. [b] Shortest Ca···Cal1 interlay-
er distance. [c] Second shortest Ca···Cal2 interlayer distance. [d] Shortest
Ca···Cai intraorganic chain distance (along the HDTMP ligand).
[e] N···Ca distance along the eight-membered ring. [f] N···N distance
along the organic chain. [g] Interlayer shortest distances (l1 and l2) be-
tween the oxygen atoms of the phosphonate groups (Figure 2).

Figure 4. Unit-cell volumes of calcium tetraphosphonates as a function of
the number of guest molecules (y =26.872x+513.306, R=0.9959).

Chem. Eur. J. 2009, 15, 6612 – 6618 � 2009 Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim www.chemeurj.org 6615

FULL PAPERAdsorbate-Responsive Metal Tetraphosphonates

www.chemeurj.org


sion of the (OP···OP)l1 distance to 4.26 �. Conversely, the
(OP···OP)l2 distance decreases. The oxygen of the water mol-
ecule interacts through hydrogen bonds formed with phos-
phonate moieties of the same layer with OP···OW distances
of 2.66 and 2.65 �. Note that in 1, the layers are held to-
gether by hydrogen bonds of the protonated phosphonate
groups �P�OH, (OP···OP)l2 (Figure 2). The OP···OP inter-ACHTUNGTRENNUNGatomic distances (Table 1) evolve in 3 and 4 owing to the
presence of H2O and NH3 molecules. The distance
(OP···OP)l2 significantly increases only in 3 because the H2O/
NH3 guest species are located between these protonated
phosphonate groups (Figure 2).

Each adsorbate molecule is held between the layers by a
large number of hydrogen bonds. For example, N2 in com-
pound 3 has four close contacts that are <3 �. All four N
atoms are close to phosphonate oxygen atoms at contacts in
the range of 2.63–2.76 �. These can be compared with
P�O···H�N interactions in (en) ACHTUNGTRENNUNG(HDTMP).[23]

The nature of the NH3–framework interaction in 3 and 5
has been studied by temperature-programmed desorption of
ammonia (NH3-TPD, Figure 5) and infrared spectroscopy.
Compound 3 mainly releases NH3 in a single step centered
at 100 8C. The integration of this pattern gave 363.9 mmol
(8.6 wt %) of NH3. This behavior is in agreement with the
thermogravimetric analysis (TGA) curve (Figure 6) in which
the main weight loss is located just below 100 8C. However,
compound 5 releases NH3 in two distinct steps centered at
90 and 230 8C. The integration of this pattern gave 572.8
mmol (12.3 wt %) of NH3. This behavior is also in full agree-
ment with the TGA curve (Figure 6) in which two weight
losses are observed at these temperatures. The absence of
water of crystallization in 5 indicates a much stronger hydro-
gen-bonding interaction of some NH3 guest molecules with
the framework. Approximately two NH3 molecules per
structural formula unit are released close to 230 8C.

Infrared spectra for 1, 2, 3, and 5 are given in Figure 7.
These spectra show bands similar to other MIIH6DTMP ma-
terials.[25] Two bands centered at 3575 and 1665 cm�1 have
been selected to clarify the nature of the NH3 interactions.
The H-N-H bending vibration band for 5 centered at
1680 cm�1 can be assigned to ammonia species adsorbed on
to different �PO3H

� Brønsted acid sites. Heating of 5 (and
3) induces NH3 release and the protons remain with the �
PO3

2� groups. Intercalation of alkylamines or alkyldiamines
in layered metal phosphonates (e.g., Zr–carboxyethylphos-
phonate,[28a] Zr–phosphonomethyliminodiacetate,[28b] and va-
nadyl monophosphonates[28c]) has also been reported to be
accompanied by Brønsted acid/base behavior.

Finally, efforts to intercalate larger amines (n-propyl-ACHTUNGTRENNUNGamine and ethylendiamine) or alcohols (ethanol and n-pen-
tanol) into 1 or 2 were unsuccessful.

Figure 5. Thermoprogrammed ammonia desorption curves for 3 and 5.

Figure 6. Thermogravimetric traces of CaH6DTMP·2H2O (1),
CaH6DTMP·6H2O·4NH3 (3), and CaH6DTMP·5NH3 (5).

Figure 7. FTIR spectra for CaH6DTMP·2H2O (1), CaH6DTMP (2),
CaH6DTMP·5NH3 (5), and CaH6DTMP·6H2O·4NH3 (3).
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Conclusion

The reversible breathing mechanism, already reported for
metal–carboxylate MOFs, has been extended to layered
metal–phosphonate hybrids. The crystal structures of calci-
um tetraphosphonates undergo a swelling upon NH3/H2O
uptake with a concomitant twisting of the organic ligand,
which allows a compact arrangement of the guest molecules.
Furthermore, the storage of pure NH3 (12.3 wt %) is also re-
ported. To the best of our knowledge, these are the first
structurally characterized examples of 2D materials that can
reversibly store and remove host molecules while the frame-
work adjusts to these external stimuli by subtle changes
within the framework. Proof that subtle motion within the
framework to accommodate the large number of host mole-
cules (from 0 to 10) reveals that this breathing framework is
highly responsive to the presence of adsorbates.

Experimental Section

General : All starting materials were obtained from commercial sources.
Elemental analyses (C,H,N) were measured on a Perkin–Elmer 240 ana-
lyzer. TGA data were recorded on an SDT-Q600 analyzer from TA in-
struments. The temperature varied from RT to 300 8C at a heating rate of
10 8C min�1. Measurements were carried out on samples in open platinum
crucibles under a flow of air.

CaP4O12N2C10H26·2H2O (1): Solid HDTMP (0.984 g, 2.00 mmol) was sus-
pended in deionized water (80 mL). A stock solution of NH3 (1 m) was
added dropwise until the pH reached ~2.5, at which point the solid
HDTMP dissolved. Solid CaCl2·2H2O (0.29 g, 2.00 mmol) was added to
the stirred solution. The final pH was adjusted to 2.5 and the clear color-
less solution was left to stand. After 2–3 days a microcrystalline product
formed, which was isolated by filtration, washed with deionized water,
and air dried to yield a single-phase product (yield ~65%). Higher yields
of up to 80% were obtained by prolonged crystallization, or when the fil-
trate was allowed to precipitate more product for four additional days.
Elemental analysis calcd (%) for CaP4O14N2C10H30: C 21.21, H 5.34, N
4.95; found: C 20.92, H 4.98, N 5.16; TGA (weight loss up to 250 8C)
calcd (%) for 2H2O: 6.3; found: 6.8.

CaP4O12N2C10H26 (2): Compound 2 was obtained upon dehydration of 1
at 250 8C. Elemental analysis calcd (%) for CaP4O12N2C10H26: C 22.65, H
4.94, N 5.28; found: C 22.02, H 5.18, N 4.98.

Absorption of NH3 vapors (aqueous solution):

CaP4O12N2C10H26·6H2O·4NH3 (3): Compound 1 or 2 (150 mg) was placed
in contact with vapors from a commercial aqueous solution of NH3 (28
wt %). Full reaction took place after 4 h in a closed vessel. The product
was air dried for 30 min to yield solid 3. Elemental analysis calcd (%) for
CaP4O18N6C10H50: C 17.00, H 7.23, N 11.90; found: C 16.19, H 7.98, N
10.88; TGA (weight loss up to 250 8C) calcd (%) for 3 with a loss of
6H2O and 4NH3: 24.94; found: 25.06.

CaP4O12N2C10H26·1.5H2O·1.5NH3 (4): Compound 3 transforms into the
new crystalline phase 4 upon heating at 90 8C. The stoichiometry of 4 was
deduced from the elemental analysis and the thermal study. Elemental
analysis calcd (%) for CaP4O13.5N3.5C10H30.5 : C 20.60, H 5.79, N 8.41;
found: C 21.44, H 5.29, N 8.48.

Absorption of pure NH3 ACHTUNGTRENNUNG(gas): CaP4O12N2C10H26·5NH3 (5): Compound 2
(100 mg) was placed in a tube and heated at 250 8C for 30 min under He
flux. The solid was then treated with a pure NH3 flow at 30 8C for
95 min. The ammonia content was determined from the programmed de-
sorption up to 250 8C and also from the thermal study, which yielded the
approximate stoichiometry CaP4O12N2C10H26·5NH3. TGA (weight loss up
to 250 8C) calcd (%) for CaP4O12N7C10H41: 13.82; found: 13.01.

Temperature-programmed desorption of ammonia (NH3-TPD): These
measurements were carried out to evaluate the acid properties of 3 and
5. First, the samples were treated with helium from RT to 250 8C with a
heating rate of 10 8C min�1. After the adsorption of ammonia at RT and
cleaning with helium, the NH3-TPD was performed between RT and
250 8C with a heating rate of 7 8C min�1 by using a helium flow and was
maintained at 250 8C for 10 min. The evolved ammonia was monitored by
online gas chromatography with a Shimadzu GC-14 A apparatus
equipped with a thermal conductivity detector.

Infrared spectroscopy : DRIFT spectra were collected on a Harrick
HVC-DRP cell fitted to a Varian 3100 FTIR spectrophotometer. The in-
terferograms consisted of 120 scans and the spectra were collected by
using a KBr spectrum as the background. Approximately 30 mg of the
finely ground sample was placed in a sample holder and the spectra were
recorded between 400 and 4000 cm�1.

Powder X-ray diffraction data : Laboratory powder XRD data were col-
lected on a PANanalytical X’Pert Pro automated diffractometer. The
powder XRD patterns for 1 and 2 (flat sample) were recorded in the
Bragg–Brentano reflection configuration by using a Ge ACHTUNGTRENNUNG(111) primary
monochromator (CuKa1) and the X’Celerator detector. The powder XRD
patterns were recorded between 5 and 100 8C in 2q mode with a step size
of 0.0178 and an equivalent counting time of 712 s per step. The powder
XRD pattern of 2 was collected by heating 1 in situ under vacuum
(~0.01 bar) at 5 8C min�1 up to 250 8C. After 10 min, the temperature was
dropped to 30 8C and immediately a new set of data was collected as de-
scribed above. No extra signals corresponding to 1 were observed. The
powder XRD pattern for 3 (sample was placed within a sealed 0.5 mm
borosilicate glass capillary) was recorded in the Debye–Scherrer trans-
mission configuration by using a hybrid Ge ACHTUNGTRENNUNG(220) primary monochromator
(CuKa1) and the X’Celerator detector. The powder XRD pattern was re-
corded between 4 and 908 in 2q mode with a step size of 0.0178 and an
equivalent counting time of 1000 s per step. Powder XRD data for 4
were recorded in reflection mode by heating 3 in situ under a continuous
flux of He at 5 8C min�1 up to 90 8C. After 10 min at 90 8C, data were col-
lected between 4 and 1008 (2q) with a step size of 0.0178 and an equiva-
lent counting time of 610 s per step. The thermodiffractometric studies of
1 and 2 were carried out by using an Anton Paar TTK450 camera under
vacuum. The thermodiffractometric study of 3 was carried out by using
an Anton Paar HTK 1200N camera with a continuous flux (0.02 L min�1)
of He as an inert gas. Data were collected at small intervals (10 8C) from
�170 8C up to 250 8C with a delay time of 10 min. The data range was 4–
508 (2q) with a step size of 0.0178.

Structure determination : Powder XRD patterns corresponding to the
single phases were autoindexed as triclinic cells by using the DICVOL06
program[29] with the space group P1̄ and Z= 1. The crystal structure of 1
was solved by following an ab initio methodology. The pattern decompo-
sition option of the GSAS package[30] was used to extract structure fac-
tors by using the Le Bail method.[31] Structure determination by direct
methods was carried out by using the program Sir2004[32] in the default
settings, which gave all atoms present in the asymmetric unit. The crystal
structures of 2, 3, and 4 were determined by using the crystal structure of
1 as the initial model. The missing atoms were localized by difference
Fourier maps. For compounds 3 and 4, the water and ammonia molecules
were included as oxygen atoms because they cannot be distinguished by
powder XRD. There are no signatures of water/ammonia ordering in the
powder XRD patterns. The crystal structures were refined by the Riet-
veld method[33] with the GSAS package[30] and by using soft constraints in
accordance with chemically reasonable geometries for the phosphonate
and amine groups and the alkyl chains. The soft constraints for the PO3C
tetrahedron were P�O (1.53(1) �), P�C (1.80(1) �), O···O (2.55(2) �),
and O···C (2.73(2) �); for the N ACHTUNGTRENNUNG(CH2)3 amine group N�C (1.50(1) �),
C···C (2.45(2) �); and for the alkyl chain C�C (1.50(1) �) and
Cchain···Cchain (2.50(2) �). Hydrogen atoms were not included in the refine-
ments. The final Rietveld plots are given in the Supporting Information.

Refinement details : CaP4O12N2C10H26·2H2O (1): M =566.09 g mol�1; a=

5.72775(13), b =9.58755(20), c =11.02041(23) �; a= 90.0839(10), b=

105.0761(14), g=102.2051(10)8 ; V=570.13(3) �3; 1calcd =1.561 gcm�3 ;
total reflections 691; number of parameters 114; number of restraints 32;
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wRp =0.0787; Rp =0.0607; RF =0.042. CaP4O12N2C10H26 (2): M=

530.09 gmol�1; a=5.7908(6), b=8.1761(9), c =11.5388(11) �; a=

99.658(6), b= 76.598(8), g=108.294(4)8 ; V= 501.90(12) �3; 1calcd =

1.667 gcm�3 ; total reflections 549; number of parameters 74; number of
restraints 34; wRp =0.1627; Rp =0.1231; RF =0.086. Ca-
P4O12N2C10H26·6H2O·4 NH3 (3): M =704.08 gmol�1; a =5.8157(4), b=

11.8428 (11), c =12.8644(10); a =62.693(4), b=83.667(5), g=81.256(4)8 ;
V=777.30(13) �3; 1calcd =1.419 gcm�3 ; total reflections 926; number of
parameters 109; number of restraints 37; wRp =0.0780; Rp =0.0608; RF =

0.052. CaP4O12N2C10H26·1.5H2O·1.5NH3 (4): M =582.86 gmol�1; a=

5.7897(9), b =10.358(2), c =11.119(1) �; a =99.824(8), b= 104.92(1), g=

103.543(8)8 ; V =607.18(19) �3; 1calcd =1.510 gcm�3 ; total reflections 343;
number of parameters 109; number of restraints 46; wRp =0.1205; Rp =

0.0854; RF =0.0468. CCDC-660515 (1), 660514 (2), 707272 (3), and
704225 (4) contains the supplementary crystallographic data for this
paper. These data can be obtained free of charge from The Cambridge
Crystallographic Data Centre via www.ccdc.cam.ac.uk/data_request/cif.
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